
                   

                       

                     

            

                            

                          

                  

 

 

Letter of Conformance 

Aluminium Bronze – Alloy C95400 

This material has been manufactured, tested & inspected, and is in compliance with BS1400-C95400 as 
specified below 

TYPICAL CHEMICAL COMPOSITION % 

Element Nominal 
Copper (Cu) 85 

Tin (Sn) 0.1 
Lead (Pb) 0.1 
Zinc (Zn) 0.25 

Nickel (Ni) 1.0 

Iron (Fe) 4 

Silicon (Si) 0.025 

Aluminium (Al) 10.5 

Phosphor (P) 0.01 

Typical Mechanical Properties 

Ultimate Tensile Strength 610 MPa 

Elongation 13 % 

Typical Hardness 120 BHN 

Machinability 60 % 

Yield Strength 240 MPa 

Information contained within this document is based on technical data sourced from CDA.org and is provided as 
a general guide only. Black Hawk Metals recommends verification for critical applications. 


